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Test Report No. HL 1927927 Date: September 9, 2010

The following samples were / sample was submitted and identified on behalf of the client as Drinking Cup with
Printing (Polypropylene)

SGS Job No. 11927927

Batch/Lot No. . 05P40337-19E10C

Sample Receiving Date :  September 6, 2010

Testing Period . September 6, 2010 — September 9, 2010.
Test Requested . Please refer to the result summary.
Test Method & Results . Please refer to next page(s).

Result Summary

Test Requested Conclusion

1. European Commission Directive 2002/72/EC and its .-
amendments and hence Article 3 of European
Regulation No. 1935/2004.

a) Plastic — Overall migration PASS

Signed for and on behalf of

SGS Thailand Ltd.

Pornpana Lirathpong

Hardlines Testing Manager
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